OBMW?2

December 20, 2000

Magnet Wire - Component

MAGNEKON SADECV
AVE FELIX GALVAN LOPEZ 290 66493 SAN NICOLAS DL LOS
GARZA, NUEVO LEON MEXICO

Mu
Dsg
Magnet wire.
5105
SN 130,
Soldasol N
TN 155
P200 180

PAI 200,
Polythermasol/PD
PAI 220

SE 130

1/18/2001 -

Coat Typ ANSI

BC TC Type *
Polyurethane — MWwza@
Polyurethane Polyamide MW2zg@
Polyester Polyamide MW2@
Polyester - MW30, MWT72@
MW5
Pulyester Palyamicle- MW35, MW73

Imide
Polyamoide - -

Imidle MWSI
Polyurcthane — MW75@
MW?2

Underwriters Laboratories Inc.

E102627

TI

105
130

135
180
155
200

220
200
130
105
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December 20, 2000

Coat Typ

OBMW?2

Magnet Wire - Component
MAGNEKONSADECV

M

Dsg ;

SE 155 Polyurethane
SN 155 Polyurcthane
SNE 155 Polyurethiane
SP 155 Polyurethane
Soldasol 155 Polyurethane
SPH 155 Polyurethane

1/18/2001

TC

Polyamide

Polyamicdle

ANSI
Type *
MWT79
MW75

MW2
MW80
MWw28
MW80
MwWz28
MW79
MW75
MW2
MW74
MW75
Mwz2
MW79
MW75

MW2

Underwriters Laboratories Inc.

E102627

T

155
130
105
155
130
155
130
185
130
105
155
130
105
155
130
105
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OBMW2

December 20, 2000

Magnet Wire - Component
MAGNEKONSADECV

Ml
Dsg
SPNH 155

SNP 180
TNE 180
TN 180,

Thermasol-N/ 180
TNE 200

P200E 200

PS 155

1/18/2001

Com Typ
Polyurcthane

Polyurethane

Polyester
Polyester

Polyester

Polyester

Solderable

TC
Polyamide

Polyamide

Polyamide
Pobyamide

Polyamide

ANSI

Type *
MWwal
MWzg

MWS8(}
MW:28
MW76
MW21
NW7Ge
MW24

MW76

MW?24

MW74

MW30, MW72
MW5
MWwzee

Underwriters Laboratories Inc.

E102627

T

155
130
180
155
130
180
155
180
155
200
180
155
200
180
155
155
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